_ PRODUCT BULLETIN BULLETIN NO: J-6103
| DRYWALL ACCESSORY FINISHING COMPOUND DATE: 8/25/69
. PRODUCTS CASEIN BASE PAGE: 1of 2
APPROVALS: PRODUCING PLANT CANCELS: = NEW
e PR ' SEATTLE DATE:
PR ?f¢/7i1f - : ‘ :
" BULLETIN DESCRIPTION % POUNDS |GALLONS
RM_ | _
- A) :
220 Whiting @ 6.13 1700
050 - "Asbestos 7TFL /f// 9.41 285
047 Asbestos 50 ' / 1.49 45
251 .~ | p-goF Migal J ‘ / 4.95 150
260 M- 350\Mm¥( / 4.95 150
420 ] _ / 2.48 75
[
247 | / ﬂ 14.85 450
J
025 | I’llllm 0x e ,\ 1 .56 17
430 % odium TrAlyﬁ/pba& Y /,]/ .20 6
084 \\ /ICaseln / / 3.99 121
079 Cellgéyé' TJE\ \ \J / 46 1
454 Tro;;kd 262 \ / / .23 7
N
453 Troysan PMA 10SEP 17 5
190 Yellow Oxide / / .13 4
100.0% 3029

TOTAL //
vV

MANUFACTURING INSTRUCTIONS:

1., See Process Bulletin No. J-303.
2. Mixing time shall be 8 minutes minimum and 12 minutes maximum,

QUATITY CONTROL:

™-1 Viscosity 150 gm cylinder @ 5 sec

250 gm to 150 cc water

38-40 mm

TM-2A Bond
TM-6 Application
T™M-7 Werkability

6- 7
Equal to Standard
Equal to Standard

KG2001673



